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THE OSSEODENSIFICATION COMPANY

Use large block display to compare Bur identification system
when using the schematic below for proper Bur usage

;

® VTS5 Set O VT8 Set

O VS8 Set

Southern Implant

Densifying Mode CCW (800-1500) RPMs / Cutting Mode CW (800-1500) RPMs

*Denotes implant placement.

. . Densah® Bur
Geometry | Major @ | Minor @ Bur | Bur 2 Bur 3 Bur 4 Block Display
. o000
Straight 33 33 s s _ — | Q000
ey | e s
| mes | s | v coeee
Straight 4.1 4.1 23 33 35 — ° O-0O
o) | ey | 69 ~ A
. o
Straight 49 49 Y S VT:';"S ‘"ia;s . OOQ}O
ay | 6y | o | @ e
Wide . o
Restorative 48 48 Y IS VT:';"S ‘"ia;s . OOQ}O
Diamter (2.0) (3.0) (4.0) (43) o 0 00

*(Clinician experience and judgment should be used in conjunction with the Densifying Reference Guide recommendation and suggested use protocols.
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THE OSSEODENSIFICATION COMPANY

Use large block display to compare Bur identification system
when using the schematic below for proper Bur usage

;

® VTS5 Set O VT8 Set O VS8 Set

Southern Implant

Geometry | Major @ | Minor &
Taper 3.0 11
Taper 35 24
Taper 4.0 3.6
Taper 5.0 4.1

*Denotes implant placement.

Densah® Bur
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X L Bl Bl Bl
vgga - . — | 0000
. 0 0 o

VTI525
(2.0)

VTI828*
(23)

o o0
— O-0-0
0 0 0

VTI828
(23)

V2838
(33)

o0 00
— |, aD oo
0 0 0

VTI828
(23)

V12838
(33)

VT3848*
(43)

o0 00
— |, @I O
0 0 0

*(Clinician experience and judgment should be used in conjunction with the Densifying Reference Guide recommendation and suggested use protocols.

Densifying Mode CCW (800-1500) RPMs / Cutting Mode CW (800-1500) RPMs

Densah® Bur
Block Display

W124 REVO3



For shortimplant placement, implant major diameter needs
to be < the bur (average diameter) at the 8mm laser mark.
Please refer to page 16 in the Instructions for Use Manual.

In Ridge Expansion cases, please oversize your osteotomy
and make sure that the crest diameter is equal to or larger
than the implant major diameter.

Use Densah Burs in full-step increments for Sinus Lift cases.
Example: 2.0mm, 3.0mm, 4.0mm, 5.0mm

Versan.

THE OSSEODENSIFICATION COMPANY

Use large block display to compare Bur identification system
when using the schematic below for proper Bur usage

e VT5 Set VT8 Set VS8 Set
ensifying Mode - s / Cutting Mode - s
Densifying Mode CCW (800-1500) RPMs / Cutting Mode CW (800-1500) RPM
Southern Implant External Hex Tapered - TriNex Tapered - IT connection Tapered & (Co-Axis)s
Soft Bone Hard Bone (Mandible)
In densifying mode make sure your osteotomy is 1.0 mm deeper than the actual implant final length.
In extreme hard bone, utilize DAC (Densify After Cut) Protocol. Find protocol in IFU.
® ®
Geometry | Major @ | Minor @ | Pilot Bur | Bur 2 Bur 3 Bur 4 Densah. Bur Pilot Bur | Bur 2 Bur 3 Bur 4 Bur 5 Bur 6 Bur 7 Densah. Bur
Block Display Block Display
: VT1828 V§2228* , V11828 V§2228*
Taper 3.2 25 Pilot 23) 05) — — Pilot 03) 05) S S — — Ea
: VT1525 V12535* , VT1525 VT2535*
Taper 35 3.0 Pilot (2.0) 3.0) — — Pilot 2.0) 3.0) S S — — Ea
: VT1525 V12535* . VT1525 V12535 V12838
Taper 3.15 3.2 Pilot (2.0) 3.0) — — Pilot 2.0) 3.0) 33) S — — Ea
: VT1828 V12838* . VT1828 V12535 V12838 V§3238*
Taper 4.0 3.1 Pilot 23) 63) — — Pilot 23) 3.0) 63) 35) — — Ea
: VT1828 V12838* , VT1828 V12535 V12838 V§3238*
Taper 43 3.1 Pilot 23) 63) — — Pilot 23) 3.0) 63) 3.5) — — Ea
Taner 5.0 1 Pilot V1828 V12838 VT3545* - Pilot VT1828 V12535 V12838 V13545 V13848* - -
P ' ’ (2.3) (3.3) (4.0) (2.3) (3.0) (3.3) (4.0) (4.3)
Taper 60 50 Pilot VT1525 V12535 V13545 VT4555* Pilot VT1525 V12535 V12838 V13545 V13848 V14555 VT4858*
P ' ' (2.0) (3.0) (4.0) (5.0) (2.0) (3.0) (3.3) (4.0) (4.3) (5.0) (5.3)
“Denotes implant placement. *Clinician experience and judgment should be used in conjunction with the Densifying Reference Guide recommendation and suggested use protocols. W124 REVO3
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THE OSSEODENSIFICATION COMPANY

Use large block display to compare Bur identification system
when using the schematic below for proper Bur usage

;

® VTS5 Set O VT8 Set

O VS8 Set

Southern Implant

*Denotes implant placement.

. . Densah® Bur
Geometry | Major @ | Minor @ Bur | Bur 2 Bur 3 Bur 4 Block Display
" @ OF N
Taper 350 300 Y I _ = 0 0-00
20) () oo oo
mes | s | v coeee
Taper 4.20 3.40 03) 623) 35) — ° O-0
: : : oV e o
IS | wmss | viasast &X=O-e
Taper 5.00 340 7 v 0 = 0000
e | 6y | @ e s

*(Clinician experience and judgment should be used in conjunction with the Densifying Reference Guide recommendation and suggested use protocols.

Densifying Mode CCW (800-1500) RPMs / Cutting Mode CW (800-1500) RPMs

Densah® Bur
Block Display
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THE OSSEODENSIFICATION COMPANY

Use large block display to compare Bur identification system
when using the schematic below for proper Bur usage

;

® VTS5 Set O VT8 Set

O VS8 Set

Southern Implant

*Denotes implant placement.

. . Densah® Bur
Geometry | Major @ | Minor @ Bur | Bur 2 Bur 3 Bur 4 Block Display
. o000
Straight 30 30 s s _ — | Q000
(23) (25) . 0.0
" @ OF N
Straight 35 35 Y B _ = 0 0-00
29) () oo 0o
. o000
Straight 40 40 ‘"2'8328 VT§833 ¥ — — | @D OO0
(23) (33) T )
. o000
Straight 5.0 5.0 ‘"2'8328 wga;s ¥ vr:s;s — e _o ege
(23) (33) (43) o0 00

*(Clinician experience and judgment should be used in conjunction with the Densifying Reference Guide recommendation and suggested use protocols.

Densifying Mode CCW (800-1500) RPMs / Cutting Mode CW (800-1500) RPMs

Densah® Bur
Block Display
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For shortimplant placement, implant major diameter needs
to be < the bur (average diameter) at the 8mm laser mark.
Please refer to page 16 in the Instructions for Use Manual.

In Ridge Expansion cases, please oversize your osteotomy
and make sure that the crest diameter is equal to or larger
than the implant major diameter.

Use Densah Burs in full-step increments for Sinus Lift cases.
Example: 2.0mm, 3.0mm, 4.0mm, 5.0mm

\Versan.

THE OSSEODENSIFICATION COMPANY

Use large block display to compare Bur identification system

when using the schematic below for proper Bur usage

VTS5 Set

VT8 Set

VS8 Set

Densifying Mode CCW (800-1500) RPMs / Cutting Mode CW (800-1500) RPMs

A Y 1T1d 1Ty W Iee] o JETo I Sl External Hex Straight - TriNex Straight - IT connection Straight & (Co-Axis)s

Soft Bone Hard Bone (Mandible)
In densifying mode make sure your osteotomy is 1.0 mm deeper than the actual implant final length.
In extreme hard bone, utilize DAC (Densify After Cut) Protocol. Find protocol in IFU.
® ®
Geometry| Major @ | Minor @ | Pilot | Bur | Bur 2 Bur 3 Bur 4 Densah. Bur Pilot | Bur | Bur 2 Bur 3 Bur 4 Bur 5 Bur 6 Bur 7 Bur 8 Densah. Bur
Block Display Block Display
. : VT1828 V§2228* . V11828 V§2228*
Straight 3.25 Pilot 23) 05) — — Pilot 23) 05) S S S S S S
. . VT1525 V12535* , VT1525 VT1828 V12535
Straight 3.50 Pilot 20) 3.0) — — Pilot 20) 23) 3.0) S S S S S
. : VT1525 V12535* . VT1525 V11828 V12535 V12838
Straight 3.15 Pilot (2.0) 3.0) — — Pilot 2.0) 23) 3.0) 63) S S S S
. : VT1828 V12838* : VT1525 VT1828 V12535 V12838 V§3238*
Staight | 410 Plot | "13) 33) - - Pt 1100 23) ) 63) 35) — — —
. : VT1828 V12838* : VT1525 VT1828 V12535 V12838 V§3238*
Straight 430 Pilot 23) 33) — — Pilot 2.0) 23) i) 63) 35) S S S
Straicht 5.00 Pilot VT1828 V12838 V13848~ - Pilot VT1525 VT1828 V12535 V12838 V13545 V13848* - -
§ ' (2.3) (3.3) (4.3) (2.0) (2.3) (3.0) (3.3) (4.0) (4.3)
Straicht 6.00 Pilot VT1828 V12838 V13848 VT4858* Pilot VT1525 VT1828 V12535 V12838 V13545 V13848 V14858 V$5258
§ ’ (2.3) (3.3) (4.3) (5.3) (2.0) (2.3) (3.0) (3.3) (4.0) (4.3) (5.3) (5.5)
“Denotes implant placement. *Clinician experience and judgment should be used in conjunction with the Densifying Reference Guide recommendation and suggested use protocols. W124 REVO3




